
LINING – KOTE UHS CERTIFICATIONS 

LINING - KOTE ® 

TESTS AND CERTIFICATIONS: 

1.USDA Approved(United States Department of Agriculture )   

 

    

      

2. Marine Approvals for salt water / maritime use   

ABS Coast Guard Approval    

 

  

      

IMO ( International Maritime Organization )   

 

    

      

3. ASTM B 117   

 

B 117- Moist Metal Grip plus Lining Kote UHS coating after 2000 
hours of exposure.The coupons were exposed in a Salt Fog 
Chamber maintained in accordance with B 117, for 2000 hours. 
The coupons were analyzed for blistering in accordance with 
ASTM D 714 and for rusting in accordance with D 610 and 
achieved a perfect 10 in both at the end of the 2000 hours. 

Passed 
2000 hours  

    

4. Abrasion ( ASTM D4060 )   

 

    

http://eaglecoatings.com/products/corrosion/lining-kote-uhs/
http://www.usda.gov/wps/portal/usda/usdahome
https://eaglecoatings.com/wp-content/uploads/ABSLK.pdf
http://www.imo.org/EN/Pages/Default.aspx
https://eaglecoatings.com/wp-content/uploads/LKASTMB117-1.pdf
https://eaglecoatings.com/wp-content/uploads/LKASTMB117-2.pdf
https://eaglecoatings.com/wp-content/uploads/LKASTMB117-2.pdf
http://www.usda.gov/wps/portal/usda/usdahome
http://www.uscg.mil/default.asp
http://www.imo.org/Pages/home.aspx
http://www.astm.org/
http://www.astm.org/


      

5. ASTM D5894-10   

 

D 5894-10 (plus EnamoGrip) (plus Moist Metal Grip) Standard 
Practice for Cyclic Salt Fog/UV Exposure of Painted Metal, 
(Alternating Exposures in a Fog/Dry Cabinet and a 
UV/Condensation Cabinet.) 

Passed 5000 
Hours 

      

6. Immersion in 35% HCl Solution   

Lining Kote UHS properties remained unchanged after immersion in the 35 
percent HCl acid solution. 

Passed 72 
Hours  

 

https://eaglecoatings.com/wp-content/uploads/ASTM-D5894-LiningKoteUHS_ASTMD5894_5000Hours.pdf
https://eaglecoatings.com/wp-content/uploads/ASTM-D5894-LiningKoteUHS_EnamoGrip_ASTMD5894_5000Hours.pdf
https://eaglecoatings.com/wp-content/uploads/ASTM-D5894-MoistMetalGrip_plus_LiningKoteUHS_ASTMD5894_5000Hours.pdf
https://eaglecoatings.com/wp-content/uploads/LiningKoteUHS_Immersion_Testing_Summary-1.pdf
https://eaglecoatings.com/wp-content/uploads/LiningKoteUHS_Immersion_Testing_Summary-1.pdf
http://www.astm.org/

