ENAMOGRIP CLEAR CERTIFICATIONS

ENAMOGRIP ® (CLEAR)

Certifications:

1. GULF PACIFIC GROUP

2. ABS (AMERICAN BUREAU OF SHIPPING ) \ COAST GUARD APPROVAL

BIUS. COAST GUARD

3. TEXAS DEPARTMENT OF TRANSPORTATION

USDA
S

6. ASTM B117

INTERNATIONAL

S1n ooy Voo v'e

( International Maritime Organization ) Approved

(United States Department of Agriculture ) Approved for
use in and around food preparation and service

B 117- Moist Metal Grip plus Enamo Grip coating after Passed
2000 hours of exposure in salt spray chamber. Passed
B 117- RustGrip plus Enamo Grip coating after 2000 hours Passed
of exposure in salt spray chamber.


http://eaglecoatings.com/products/graffiti/enamo-grip-clear/
https://eaglecoatings.com/wp-content/uploads/enamowhite.pdf
https://eaglecoatings.com/wp-content/uploads/ENAMOGRIP.pdf
https://eaglecoatings.com/wp-content/uploads/TexDOT.jpg
http://www.imo.org/EN/Pages/Default.aspx
http://www.usda.gov/wps/portal/usda/usdahome
https://eaglecoatings.com/wp-content/uploads/USDA_Enamo_Grip.pdf
http://www.astm.org/
https://eaglecoatings.com/wp-content/uploads/b1171.pdf
https://eaglecoatings.com/wp-content/uploads/b1172.pdf
https://eaglecoatings.com/wp-content/uploads/passed1.pdf
https://eaglecoatings.com/wp-content/uploads/passed2.pdf
https://eaglecoatings.com/wp-content/uploads/passed3.pdf
http://www.uscg.mil/
http://www.imo.org/Pages/home.aspx
http://www.usda.gov/wps/portal/usda/usdahome
http://www.astm.org/

7. ASTM D5894-10

8. ASTM D 4060

9. ASTM D 6904

10. ASTM D 7088

11.ASTME 84 - 89

12. ASTM E 96

B 117- RustGrip-E plus Enamo Grip coating after 2000
hours of exposure in salt spray chamber.

D 5894-10 (plus Lining Kote) (plus Moist Metal Passed
Grip) Standard Practice for Cyclic Salt Fog/UV Exposure of 5000
Painted Metal, (Alternating Exposures in a Fog/Dry Cabinet Hours
and a UV/Condensation Cabinet.)

Taber Abrasion Resistance

Standard Practice for Resistance to Wind-Driven Rain for
Exterior Coatings Applied to Masonry

Standard Practice for Resistance to Hydrostatic Pressure
for Coatings Used in Below Grade Applications Applied to
Masonry

CLASS " A" FLAMESPREAD RATING - 5 flame spread \ 0 Passed
smoke developed

Water Vapor Transmission of Materials Passed

Leadership in Energy & Environmental Design Approved


https://eaglecoatings.com/wp-content/uploads/b1173.pdf
http://www.astm.org/
https://eaglecoatings.com/wp-content/uploads/ASTM-D5894-LiningKoteUHS_EnamoGrip_ASTMD5894_5000Hours-2.pdf
https://eaglecoatings.com/wp-content/uploads/ASTM-D5894-LiningKoteUHS_EnamoGrip_ASTMD5894_5000Hours-1-1.pdf
https://eaglecoatings.com/wp-content/uploads/ASTM-D5894-MoistMetalGrip_plus_EnamoGrip_ASTMD5894_5000Hours-1.pdf
https://eaglecoatings.com/wp-content/uploads/ASTM-D5894-MoistMetalGrip_plus_EnamoGrip_ASTMD5894_5000Hours-1.pdf
https://eaglecoatings.com/wp-content/uploads/Enamo-ASTM-D4060.pdf
https://eaglecoatings.com/wp-content/uploads/clearhg.pdf
https://eaglecoatings.com/wp-content/uploads/clearhgnext.pdf
https://eaglecoatings.com/wp-content/uploads/ASTM_E84_Enamo_Grip.pdf
http://eaglecoatings.com/wp-content/uploads/enamo-astm-e96.pdf
https://www.usgbc.org/leed

~ : * SILVER CERTIFICATION
4
L L L May 1, 2007 (revised May 21, 2007) (Washington, DC) - The

e U.S. Green Building Council (USGBC) has announced that
projects seeking certification under the LEED ® Green

Building Rating System™ can now earn an "Innovation in
Design" point by using the Cradle to Cradle program for
certified building products.

14. VTEC Laboratories INC

Thermal a


http://www.eaglecoatings.net/content/enamogrip/ClearHG/certifications/silver_cert.html
http://www.vteclabs.com/
https://eaglecoatings.com/wp-content/uploads/ENAMOGRIP-THERMALANALYSISRESINSYSTEM08-10-07-VTECLABS.pdf
http://www.usgbc.org/Docs/LEEDdocs/3.4xLEEDRatingSystemJune01.pdf
http://www.vteclabs.com/

