
Supertherm Certifications 

SUPERTHERM ® 

**TEST LISTINGS** 

1. ASTM ( American Society for Testing and Materials )  

  

E84 – 89A \ ULC S102 – Test for Surface Burning Characteristics of 
Building Materials and Assemblies 

Class “A” Rating 
Flame Spread Index = 0 
Smoke Developed Index = 0 

Passed 
CAN/ULC-
S102 
Equivalency 
Letter 
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